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MID-CONTINENT
TESTING LABORATORIES, INC.

HIGH TECHNOLOGY OIL ANALYSIS
AND ENVIRONMENTAL TESTING

2381 S. Plaza Dr. « PO. Box 3388 » Rapid City, SD 57709

(605) 348-0111

SAMPLE NAME: RUBY DUMP

DESCRIPTION:

SAMPLE DATE: 12/23/94

SAMPLE TIME:
SAMPLED BY:

STAN MICHALS

BROHM MINING CORP.

P.O. BOX 485

DEADWOOD, SD 57732

ACOOUNT NUMBER :

LAB NUMBER :

DATE RECEIVED:
TIME RECEIVED:
REPORT DATE:

w1000
19950110314
01/10/95
07:20 AM
01/11/95

PHYSICAL PROPERTIES

e e = ———

Conductivity, umhos/cm
Hardness

PH

Solids, Dissolved, mg/l
Solids, Suspended, mg/l
Turbidity, NTU

INORGANIC & NONMETALLIC

Alkalinity

Bicarbonate

Carbonate, mg/1
Chloride, mg/1

Cyanide, Total, mg/1
Cyanide, WAD, mg/1
Cyanide, Free, mg/l
Fluoride, mg/1
Nitrogen, Ammonia, mg/l
Nitrogen, Nitrate, mg/l
Nitrogen, Nitrite, mg/l
Sulfate, mg/1

SPECIAL TESTS

ACIDITY

METALS mg/1

Aluminum
Ant imony
Arsenic
Barium
Beryllium
Boron
Cadmi um
Calcium
Chromium
Cobalt
Copper
Gold

Iron

Lead
Lithium
Magnesium
Manganese
Mercury
Mol ybdenum
Nickel
Potassium
Selenium
Silicon
Silver
Sodium
Strontium
Vanadium
Zinc

APPROVED BY:

- . . . ¢®

» 8 ‘}"'\
DATE:/ZL/-// 2(/ ¢
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A MID-CONTINENT
TESTING LABORATORIES, INC. ‘
® , SAMPLE NAME: RUBY DUMP
. P | DESCRIPTION:
- iiiitad T ONAACAL L SAMPLE DATE: 12/24/95
“‘ o i SAMPLE TIME:
SAMPLED BY:
2381 S. Plaza Dr. « PO. Box 3388 * Rapid City, SD 57709
@ (605) 348-0111
= \ ACOOUNT NUMBER: W1000
LAB NUMBER: 19950110315
& STAN MICHALS DATE RECEIVED: 01/10/95
: BROHM MINING CORP. TIME RECEIVED: 07:20 AM
P.O. BOX 485 REPORT DATE: 01/11/95
® DEADWOOD, SD 57732
@
<
o:
e
‘ PHYSICAL PROPERTIES VALUE METALS mg/1 DISSOLVED TOTAL
A
Conductivity, umhos/cm . Aluminum . "
® Hardness . Ant imony " .
PH . Arsenic . .
Solids, Dissolved, mg/1 " Barium .
& Solids, Suspended, mg/l . Beryllium . .
Turbidity, NTU . Boron . .
Cadmi um " "
@ Calcium . .
INORGANIC & NONMETALLIC VALUE Chromium " .
. Cobalt o ¢
.8 Alkalinity . Copper . .
[ Bicarbonate . Gold i o
8 Carbonate, mg/l . Iron . .
®: Chloride, mg/1 . Lead ; .
g Cyanide, Total, mg/1 : Li thium . .
e Cyanide, WAD, mg/1 . Magnesium " .
.“»7:’ Cyanide, Free, mg/1 . Manganese . .
W Fluoride, mg/1 " Mercury . .
O Nitrogen, Ammonia, mg/1 " Molybdenum . ‘
@ Nitrogen, Nitrate, mg/1 . Nickel "
£ Nitrogen, Nitrite, mg/] " Potassium "
= Sulfate, mg/1 . Selenium . .
LB Silicon . .
& Silver . .
o Sodium . .
L Strontium . .
Vanadium . .
Zinc o .
&
[ SPECIAL TESTS VALUE
- ACIDITY 5350. APPROVED BY: 22
X DATE: al- LIS~
®
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MID-CONTINENT
TESTING LABORATORIES, INC. ‘

2381 S. Plaza Dr. « PO. Box 3388 » Rapid City, SD 57709
(605) 348-0111

STAN MICHAI
| BROEM MINI ORI

BOX 485

| DEADWOOD, SI 1731

HYSICAL PROPERTIES vALUI METAI (1'%
nductivity, ushos/cm A\ L um i num
Hardne: . Ant imony
PH : Arseni
lids, Dissolved, mg/| : Barium
Solids, Suspended, mg/! ’ Beryllium
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Cadmi um
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FORM 106-A
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GENTER - RAPID CITY S.D. = )

GRELIND PRINTING

MID-CONTINENT
TESTING LABORATORIES, INC.

- 5
AND ENVIRONMENTAL TESTING

N T \"\/\/‘\

2381 S. Plaza Dr. « PO. Box 3388 ¢ Rapid City, SD 57709
(605) 348-0111

STAN MICHALS

BROHM MINING CORP.

P.O. BOX 485

—

DEADWOOD, SD 57732

PHYSICAL PROPERTIES

VALUE

Conductivity, umhos/cm
Hardness

PH

Solids, Dissolved, mg/1
Solids, Suspended, mg/1
Turbidity, NTU

INORGANIC & NONMETALLIC

VALUE

Alkalinity

Bicarbonate

Carbonate, mg/1
Chloride, mg/]

Cyanide, Total, mg/1
Cyanide, WAD, mg/1
Cyanide, Free, mg/1
Fluoride, mg/1
Nitrogen, Ammonia, mg/1
Nitrogen, Nitrate, mg/l
Nitrogen, Nitrite, mg/]
Sulfate, mg/]

SPECIAL TESTS

VALUE

ACIDITY

5360.

METALS mg/1

SAMPLE NAME:
DESCRIPTION:
SAMPLE DATE:
SAMPLE TIME:
SAMPLED BY:

ACOOUNT NUMBER

DATE RECEIVED

:

DISSOLVED TOTAL

RUBY DUMP
12/25/94

w1000
19950110316
01/10/95
07:20 AM
01/11/95

Aluminum
Ant imony
Arsenic
Barium
Beryllium
Boron
Cadmi um
Calcium
Chromi um
Cobalt
Copper
Gold

Iron

Lead
Lithium
Magnesium

Manganese
Mercury
Molybdenum
Nickel
Potassium
Selenium
Silicon
Silver
Sodium
Strontium
Vanadium
Zinc

APPROVED BY

DATE

« s s " s . .

o/ U2
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o IA MID-CONTINENT ’
TESTING LABORATORIES, INC.

@ AND ENVIRONMENTAL TESTING SAMPLE NAME: RUBY DUMP
g sy DESCRIPTION:
; o o i e 0 O 5 S SAMPLE DATE: 12/25/94
o e SAMPLE TIME:
uugy | SAMPLED BY:
| ‘ 2381 S. Plaza Dr. « PO. Box 3388 ¢ Rapid City, SD 57709
. (605) 348-0111
‘ I ACOOUNT NUMBER: W1000
l LAB NUMBER: 19950110316
‘ ‘ STAN MICHALS DATE RECEIVED: 01/10/95
: BROHM MINING CORP. TIME RECEIVED: 07:20 AM
P.O. BOX 485 REPORT DATE: 01/11/95
o DEADWOOD, SD 57732
\ |
o
iy
o:
2
\
|
| . % PHYSICAL PROPERTIES VALUE METALS mg/1 DISSOLVED TOTAL
‘ Conductivity, umhos/cm 3 Aluminum .
& ; Hardness . Ant imony .
i PH . Arsenic .
I Solids, Dissolved, mg/l . Barium .
. | Solids, Suspended, mg/! . Beryllium
ugpu | Turbidity, NTU ; Boron
= i Cadmium
v Calcium g
'{ INORGANIC & NONMETALLIC VALUE Chromium .
d -------------------------------- Cobalt »
'm' l Alkalinity . Copper .
EI Bicarbonate ¥ Gold .
-4 Carbonate, mg/1 . Iron .
@ hloride, mg/) : Lead ‘
3! Cyanide, Total, mg/l . Lithium ¢
T | Cyanide, WAD, mg/] ¥ Magnes i um -
o Cyanide, Free, mg/l ¢ Manganese :
44 ' Fluoride, mg/1 . Mercury "
gf Nitrogen, Ammonia, mg/l g Mol ybdenumn
‘g; Nitrogen, Nitrate, mg/l Nickel
E‘ Nitrogen, Nitrite, mg/l Potassium
°°~| Sulfate, mg/1 - Selenium ’
‘gi Silicon &
g : Silver :
Sodium g
. : Strontium .
Vanadium
Zinc
®
1
,J SPECIAL TESTS VALUE i e
| ACIDITY 5360. APPROVED BY: ////Z/.:’c/

3/ /
DATE: ///?// s ¢
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GRELIND PRINTING CENTER - RAPID CITY S.D.

MID-CONTINENT
TESTING LABORATORIES, INC.

MIGH TECHNOLOGY OIL ANALYSIS
AND ENVIRONMENTAL TESTING
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2381 S. Plaza Dr. « PO. Box 3388 ¢ Rapid City, SD 57709
(605) 348-0111

STAN MICHALS
P.O. BOX 485

r_ T —

BROHM MINING CORP.
DEADNOOD, SD 57732

PHYSICAL PROPERTIES

:

Conductivity, umhos/cm
Hardness

PH

Solids, Dissolved, mg/1
Solids, Suspended, mg/1
Turbidity, NTU

INORGANIC & NONMETALLIC

Alkalinity

Bicarbonate

Carbonate, mg/1
Chloride, mg/1

Cyanide, Total, mg/l
Cyanide, WAD, mg/1
Cyanide, Free, mg/l
Fluoride, mg/1
Nitrogen, Ammonia, mg/l
Nitrogen, Nitrate, mg/l
Nitrogen, Nitrite, mg/1
Sulfate, mg/1

SPECIAL TESTS

VALUE

ACIDITY

5300.

METALS mg/1

SAMPLE NAME:
DESCRIPTION:
SAMPLE DATE:
SAMPLE TIME:
SAMPLED BY:

ACCOUNT NUMBER

%

DATE RECEIVED
TIME RECEIVED
REPORT DATE:

RUBY DUMP
12/26/94

w1000
19950110317
01/10/95
07:20 AM
01/11/95

DISSOLVED TOTAL

Al uminum
Ant imony
Arsenic
Barium
Beryllium
Boron
Cadmium
Calcium
Chromium
Cobalt
Copper
Gold

Iron

Lead
Lithium
Magnesium
Manganese

Mercury
Mol ybdenum
Nickel
Potassium
Selenium
Silicon
Silver
Sodium
Strontium
Vanadium
Zinc
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FORM 106-A

MID-CONTINENT
TESTING LABORATORIES, INC.

HIGH TECHNOLOGY Ol ANALYSIS
AND ENVIRONMENTAL TESTING

2381 S. Plaza Dr. « PO. Box 3388 ¢ Rapid City, SD 57709
(605) 348-0111

STAN MICHALS

BROHM MINING CORP.

P.O. BOX 485

DEADWOOD, SD 57732

PHYSICAL PROPERTIES

- — = ———— o ——

Conductivity, umhos/cm
Hardness

PH

Solids, Dissolved, mg/1
Solids, Suspended, mg/l
Turbidity, NTU

INORGANIC & NONMETALLIC

e —————— T —— 1 o

Alkalinity

Bicarbonate

Carbonate, mg/1
Chloride, mg/1

Cyanide, Total, mg/l1
Cyanide, WAD, mg/]
Cyanide, Free, mg/l
Fluoride, mg/1
Nitrogen, Ammonia, mg/l
Nitrogen, Nitrate, mg/l
Nitrogen, Nitrite, mg/l
Sulfate, mg/1

SPECIAL TESTS

ACIDITY

———— .

METALS mg/1
Aluminum
Ant imony
Arsenic
Barium
Beryllium
Boron
Cadmium
Calcium
Chromium
Cobalt
Copper
Gold
Iron
Lead
Lithium
Magnesium
Manganese
Mercury
Mo 1 ybdenum
Nickel
Potassium
Selenium
Silicon
Silver
Sodium
Strontium
Vanadium
Zinc

APPROVED BY:

DATE:

SAMPLE NAME: RUBY DUMP
DESCRIPTION:

SAMPLE DATE: 12/26/94
SAMPLE TIME:

SAMPLED BY:

ACCOUNT NUMBER: W1000
LAB NUMBER: 19950110317
DATE RECEIVED: 01/10/95

TIME RECEIVED
REPORT DATE

07:20 AM
01/11/95

DISSOLVED TOTAL

I/
2l L2




FORM 106-A
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MID-CONTINENT
TESTING LABORATORIES, INC

JIL ANALYSIS
AND ENVIRONMENTAL TESTING
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2381 S. Plaza Dr. « PO. Box 3388 ¢ Rapid City, SD 57709
(605) 348-0111

STAN MICHALS

BROHM MINING CORP.

P.O. BOX 485

L DEADWOOD, SD 57732

ACOOUNT NUMBER

PHYSICAL PROPERTIES

VALUE

Conductivity, umhos/cm
Hardness

PH

Solids, Dissolved, mg/1
Solids, Suspended, mg/1
Turbidity, NTU

INORGANIC & NONMETALLIC

VALUE

Alkalinity

Bicarbonate

Carbonate, mg/1
Chloride, mg/1

Cyanide, Total, mg/l
Cyanide, WAD, mg/1
Cyanide, Free, mg/1
Fluoride, mg/1
Nitrogen, Ammonia, mg/l
Nitrogen, Nitrate, mg/1
Nitrogen, Nitrite, mg/l
Sulfate, mg/1

SPECIAL TESTS

VALUE

ACIDITY

5330.

METALS mg/1

SAMPLE NAME:
DESCRIPTION:
SAMPLE DATE:
SAMPLE TIME:
SAMPLED BY:

:
E

DATE RECEIVED
TIME RECEIVED
REPORT DATE:

RUBY DUMP
12/27/94

w1000
19950110318
01/10/95
07:20 AM
01/11/95

DISSOLVED TOTAL

Aluminum
Ant imony
Arsenic
Barium
Beryllium
Boron
Cadmi um
Calcium
Chromium
Cobalt
Copper
Gold

Iron

Lead
Lithium
Magnesium
Manganese
Mercury
Molybdenum
Nickel
Potassium
Selenium
Silicon
Silver
Sodium
Strontium
Vanadium
Zinc
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MID-CONTINENT
TESTING LABORATORIES, INC.

HIGH TECHNOLOGY OIL ANALYSIS
AND ENVIRONMENTAL TESTING

SAMPLE NAME: RUBY DUMP

DESCRIPTION
e P M/\ SAMPLE DATE:
e SAMPLE TIME:

SAMPLED BY:

2381 S. Plaza Dr. « PO. Box 3388 * Rapid City, SD 57709
(605) 348-0111

ACOOUNT NUMBER
LAB NUMBER :
STAN MICHALS DATE RECEIVED:
BROHM MINING CORP. TIME RECEIVED:
P.O. BOX 485 REPORT DATE:

DEADWOOD, SD 57732

12/27/94

w1000
19950110318
01/10/95
07:20 AM
01/11/85

PHYSICAL PROPERTIES VALUE METALS mg/1
Conductivity, umhos/cm . Aluminum
Hardness . Ant imony
PH > Arsenic
Solids, Dissolved, mg/l . Barium
Solids, Suspended, mg/l 2 Beryllium
Turbidity, NTU Boron

Cadmium
Calcium

INORGANIC & NONMETALLIC VALUE Chromi um

-------------------------------- Cobalt
Alkalinity . Capper
Bicarbonate > Gold
Carbonate, mg/1 . Iron
Chloride, mg/1 : Lead
Cyanide, Total, mg/l . Lithium
Cyanide, WAD, mg/1 . Magnesium
Cyanide, Free, mg/l . Manganese
Fluoride, mg/l 3 Mercury
Nitrogen, Ammonia, mg/1 ¢ Mol ybdenum
Nitrogen, Nitrate, mg/l . Nickel
Nitrogen, Nitrite, mg/l 5 Potassium
Sulfate, mg/l . Selenium

Silican
Silver
Sodium
Strontium
Vanadium
Zinc

SPECIAL TESTS VALUE
ACIDITY 5330.

APPROVED BY:

DATE'.//

I

e
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FORM 106-A

GRELIND PRINTING CENTER - RAPID CITY S.D

MID-CONTINENT
TESTING LABORATORIES, INC.
e / DESCRIPTION:
N - ONAA e ) /
- ¥ SAMPLE TIME:
SAMPLED BY:
2381 S. Plaza Dr. « PO. Box 3388 ¢ Rapid City, SD 57709
(605) 348-0111
LAB NUMBER :
STAN MICHALS DATE RECEIVED:
BROEM MINING CORP. TIME RECEIVED:
P.O. BOX 485 REPORT DATE:

DEADNOOD, SD 57732

SAMPLE NAME: RUBY DUMP
SAMPLE DATE: 12/28/94

w1000
19950110319
01/10/95
07:20 AM
01/11/95

PHYSICAL PROPERTIES VALUE METALS mg/1 DISSOLVED TOTAL
Conductivity, umhos/cm . Aluminum . "
Hardness o Ant imony . "
PH o Arsenic . .
Solids, Dissolved, mg/! . Barium . .
Solids, Suspended, mg/1 . Beryllium . .
Turbidity, NTU . Boron . .
Cadmi um . .
Calcium . .
INORGANIC & NONMETALLIC VALUE Chromium . o
------- Cobalt . .
Alkalinity o Copper . R
Bicarbonate . Gold § "
Carbonate, mg/] " Iron ; "
Chloride, mg/1 . Lead " .
Cyanide, Total, mg/] . Lithium . .
Cyanide, WAD, mg/1 . Magnesium . .
Cyanide, Free, mg/] . Manganese = .
Fluoride, mg/1 . Mercury - .
Nitrogen, Ammonia, mg/l . Mol ybdenum . "
Nitrogen, Nitrate, mg/l . Nickel . .
Nitrogen, Nitrite, mg/1 ; Potassium . .
Sulfate, mg/1 . Selenium . .
Silicon o .
Silver . R
Sodium . "
Strontium . .
Vanadium . .
Zinc R o
SPECIAL TESTS VALUE
ACIDITY 5310. APPROVED BY:
DATE:




MID-CONTINENT
TESTING LABORATORIES, INC.

o
nn

as
w

‘ HIGH TECHNOLOGY OIL ANALYSIS
AND ENVIRONMENTAL TESTING

SAMPLE NAME: RUBY DUMP

®
l : BRI T DESCRIPTION:
st S SAMPLE DATE: 12/28/94
'*‘ i DY SAMPLE TIME:
| SAMPLED BY:
| 2381 S. Plaza Dr. » PO. Box 3388 * Rapid City, SD 57709
® { (605) 348-0111
] ACCOUNT NUMBER: W1000
| LAB NUMBER: 19950110319
o STAN MICHALS DATE RECEIVED: 01/10/95
g:‘,::z BROHM MINING CORP. TIME RECEIVED: 07:20 AM
! P.O, BOX 485 REPORT DATE: 01/11/95
o DEADWOOD, SD 57732
|
o
L4
8|
®:
-
. PHYSICAL PROPERTIES VALUE METALS mg/1 DISSOLVED TOTAL
“”' Conductivity, umhos/cm . Al uminum .
. Hardness . Ant imony .
PH . Arsenic .
] Solids, Dissolved, mg/l . Barium .
® | Ssolids, Suspended, mg/l ; Beryllium #
! Turbidity, NTU . Boron .
i Cadmi umn .
. Calcium .
’ INORCGANIC & NONMETALLIC VALUE Chromium .
61 ------------------------------- CObalt .
'uj | Alkalinity ¥ Copper .
:;gﬁ | Bicarbonate ’ Gold b
2 Carbonate, mg/1 & Iron .
.g Chloride, mg/! . Lead g
' Cyanide, Total, mg/l # Lithium :
e Cyanide, WAD, mg/l ‘ Magnesium g
.51 Cyanide, Free, mg/l : Manganese .
‘ Fluoride, mg/1 . Mercury .
g[ Nitrogen, Ammonia, mg/l . Mol ybdenum o
.g Nitrogen, Nitrate, mg/l ’ Nickel "
E‘ Nitrogen, Nitrite, mg/l . Potassium R
4 Sulfate, mg/! g Selenium .
oz Silicon .
ﬂgé | Silver .
| Sodium '
. | Strontium .
: Vanadium
I Zinc
® |
|
@ | SPECIAL TESTS VALUE 2 ey
[ SR S et Sy | W———— // /// 87z
° ACIDITY 5310. APPROVED BY: /Z/ /Z/ Zaf2
uuzu? DATE: c,7ﬁ;_/_. /- 2} V
pRnn |
. |
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FORM 106-A

GRELIND PRINTING GENTER - RAPID CITY S.D.

MID-CONTINENT
TESTING LABORATORIES, INC.

ML ANALYSIS
AND ENVIRONMENTAL TESTING

ECHNOLOGY

AN /,/\\

. S
- \V\*/‘\\//‘x\

J

2381 S. Plaza Dr. « PO. Box 3388 ¢ Rapid City, SD 57709
(605) 348-0111

STAN MICHALS

BROHM MINING CORP.

P.O. BOX 485

DEADWOOD, SD 57732

SAMPLE NAME:
DESCRIPTION:
SAMPLE DATE:
SAMPLE TIME:
SAMPLED BY:

§
:

:
:

DATE RECEIVED
TIME RECEIVED
REPORT DATE:

PHYSICAL PROPERTIES

Conductivity, umhos/cm
Hardness

PH

Solids, Dissolved, mg/1
Solids, Suspended, mg/1
Turbidity, NTU

INORGANIC & NONMETALLIC

Alkalinity

Bicarbonate

Carbonate, mg/1
Chloride, mg/1

Cyanide, Total, mg/l
Cyanide, WAD, mg/1
Cyanide, Free, mg/l
Fluoride, mg/1
Nitrogen, Ammonia, mg/]
Nitrogen, Nitrate, mg/l
Nitrogen, Nitrite, mg/1
Sulfate, mg/1

SPECIAL TESTS

VALUE

ACIDITY

5270.

METALS mg/1

RUBY DUMP

12/29/94

w1000
19950110320
01/10/95
07:20 AM
01/11/95

DISSOLVED TOTAL

Aluminum o

Ant imony
Arsenic
Barium

Beryllium .

Boron
Cadmi um
Calcium
Chromium
Cobal t
Copper
Gold
Iron
Lead
Lithium

Magnesium

Manganese .

Mercury

Molybdenum

Nickel

Potassium

Selenium
Silicon
Silver
Sodium

Strontium

Vanadium
Zinc

APPROVED BY:

DATE: /A2
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MID-CONTINENT
[ TESTING LABORATORIES, INC. Z‘i\ /
. [ HIGH TECHNOLOGY OIL ANALYSIS /
AND ENVIRONMENTAL TESTING (/
\./\/\,\/\/\//\ /",
. l s ~J
anan | e
2381 S. Plaza Dr. « PO. Box 3388 ¢ Rapid City, SD 57709
® (605) 348-0111
|
@ STAN MICHALS
BROHM MINING CORP.
P.0O. BOX 485
- DEADWOOD, SD 57732
®
Arng
<
o:
2
@ | PHYSICAL PROPERTIES VALUE METALS mg/1
Conductxvnty, umhos /cm & Aluminum
" Hardness * Ant imony
PH Arsenic
Solids, Dissolved, mg/1 Barium
£ ] Solids, Suspended, mg/1 Beryllium
ubuw|  Turbidity, NTU \ Boron
Cadmi um
' ! Calcium
! INORGANIC & NONMETALLIC VALUE Chromium
d' ———————————————————————————————— Cobalt
.uj Alkalinity . Copper
z Bicarbonate o Gold
g Carbonate, mg/l ¢ Iron
@2 Chloride, mg/) : Lead
3 Cyanide, Total, mg/l . Lithium
o Cyanide, WAD, mg/1 N Magnesium
@ Cyanide, Free, mg/l . Manganese
a l Fluoride, mg/1 4 Mercury
| O Nitrogen, Ammonia, mg/l . Molybdenum
| .é! Nitrogen, Nitrate, mg/l < Nickel
El Nitrogen, Nitrite, mg/1 i Potassium
gl Sulfate, mg/1 Selenium
’Z Silicon
o | .
| g! Silver
| o; Sodium
| . Strontium
l Vanadium
( Zinc
o
A
I
@ | SPECIAL TESTS VALUE
| ACIDITY 5270. APPROVED BY:
®
‘ DATE:
o

SAMPLE NAME:
DESCRIPTION:
SAMPLE DATE:
SAMPLE TIME:
SAMPLED BY:

ACOOUNT NUMBER:
LAB NUMBER:
DATE RECEIVED:
TIME RECEIVED:
REPORT DATE:

RUBY DUMP

12/29/94

w1000
19950110320
01/10/95
07:20 AM
01/11/95

722

& //’/j V74 //(‘/
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FORM 106-A

GRELIND PRINTING CENTER - RAPID CITY S.D.

MID-CONTINENT
TESTING LABORATORIES

A !,,/‘\,

7 - > SN
5 gl - . N a2
v - AN A\
- ‘\ S o

, INC.

~

2381 S. Plaza Dr. » PO. Box 3388 * Rapid City, SD 57709
(605) 348-0111

STAN MICHALS

BROHM MINING CORP.

P.O. BOX 485

DEADNOOD, SD 57732

PHYSICAL PROPERTIES

VALUE

Conductivity, umhos/cm
Hardness

PH

Solids, Dissolved, mg/1
Solids, Suspended, mg/l
Turbidity, NTU

INORGANIC & NONMETALLIC

VALUE

Alkalinity

Bicarbonate

Carbonate, mg/1
Chloride, mg/1

Cyanide, Total, mg/]
Cyanide, WAD, mg/1
Cyanide, Free, mg/1
Fluoride, mg/1
Nitrogen, Ammonia, mg/l
Nitrogen, Nitrate, mg/l
Nitrogen, Nitrite, mg/l
Sulfate, mg/1

SPECIAL TESTS

VALUE

ACIDITY

5290.

METALS mg/1

SAMPLE NAME:
DESCRIPTION:
SAMPLE DATE:
SAMPLE TIME:
SAMPLED BY:

3
:

RUBY DUMP

12/30/94

w1000
19950110321
01/10/95
07:20 AM
01/11/95

DISSOLVED TOTAL

Aluminum
Ant imony
Arsenic
Barium
Beryllium
Boron
Cadmi um
Calcium
Chromium
Cobalt
Copper
Gold

Iron

Lead
Lithium
Magnesium
Manganese
Mercury
Molybdenum
Nickel
Potassium
Selenium
Silicon
Silver
Sodium
Strontium
Vanadium
Zinc

APPROVED BY

DATE

.
.

A/r!/—






